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Date :
Page:

JENSEN SWING PRODUCTS
9327 WHEATLANDS RD SANTEE CA 92071 TEL 1-616-258-8300

I'he following sample(s) was/ were sunmittea and identiied on behalf of the client as

Sample Name
Sample Numbet
Product Specification
Manufacturer

Buyer

Test Reguired

Date of Recept

Test Penoa

Test resulis

DUCTILE WISHACKLE COMPLETE SET
SMOS1011124

SH-105

LEADER HARDWARE (KUN SHAN) CO LTD
JENSEN SWING PRODUCTS FOUNDRY IRON
Tensile test

Oct 26 2008

Oct 26 2009 to Oct 30,2009

FFor further details, please refer to the following page(s)
=== To be continued** ™

Signed for SGS-CSTC Standards

Technical Services Co Ltd
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TEST REPORT
No. : SM091011124
Date : Oct 30,2009

Page: 2of 2
Tensie test
Test method Cheni s requirement
Test tem Max broken force (kN
Result 55 53 \'é\\“(’i%
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Sample photo Before test

After test
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