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FAIR BOSS COMPANY.
2F, NO.162-4 JIN-HUA ST. TAIPEL, TAIWAN, R.O.C.

The following merchandise was submitted and identified by the vendor as:
Tvpe of Product: ONE BOLT STEEL WOOD BEAM HANGER

Received Date: Dec. 01, 2009
Tested Date: Dec. 01, 2009 ~ Dec. 02, 2009

Test Required: Tensile test
Test Method:
1. Fixed test sample on load test machine
2. Starting tensile test and record the tensile load value (test speed 10 mm/min) -

Test Results : Tensile test

Tensile load

Sample Name (Ibf)
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ONE BOLT STEEL WOOD BEAM HANGER 11563
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The required specification(s) offered m this lest report isfare lor reference only. sighed for and on behall of
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The conformity judgment is at the Applicant's final verdict, SGS TAIWAN Litd.

Unless otherwise stated the results shown in this lest reporl refer only to the sample(s) tesled, This lesl report cannol be reproduced, except in full, withoul prior written permission of
the Company. [fF BT » MRS S RSB AR AT - TR E LR QBT AT - TR -

This Test Report 1s 1ssued by the Company under its General Conditions of Service printed overleal or available on request and accessible at http:/f s comAerms_and_condilions him
Attention i1s drawn lo the |im¥lafl0n of I%bi ity, indemnification and jurisdiction issues defined therein. Any holder of this Tesl Report is advised 1ﬁal u’on‘%gation contained hereon reflecls the
Company's findings al the lime of its intervention only and within the limits of Client's instructions, if any. The Company’s sole responsibilily is to its Client and this decument does not
exonerale parlies 1o a lransaction from exercising alf their nghts and obligations under the lransaction documents. Any unaulhorized alleration, forgery or falsification of the conlent or

appearance of this document is unlawlul and offenders may be proseculed to the fullest extent of the law
No 115. Youvuan N. Bd  Lung ing Shisna. Taichung County, Taiwan /& P B2 48 F 41 3% B Jb 8511558
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Unless otherwise slaled the resulls shown in lhis test report refer only lo the sample(s) lested. This lest report cannal be reproduced. except in full, withoul prior writlen permissiéﬁ’af o
the Cempany. ki ak Fh e ) > L S E RIS 2 SR T - 23 RTE QMM » AR -

This Test Report is issued by the Company under its General Condilions of Service printed overleaf or available on requesl and accessible at htj|

Altention is drawn lo the limitalion of habilty, indemnification and junsdiction issues defined therein. Any holder of this Tesl Reporl is advised :5;;1 information conlained }:areon reﬁecis the
Company's findings at the time of its intervention only and within the limits of Clienl's instructions, if any, The Company's sole responsibilily is lo ils Client and this document does nol

exonerale parties 10 a lransaction from exercising all their rights and obligations under the transaction documents. Any unauthonzed alleralion, forgery or falsificalion of the content or
appearance of this document is unlawful and offenders may be prosecuted 16 lhe fullesl extent of the law
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