Test Report No.: QDHL1803006285C0O Date: MAR.26,2018

QINGDAO JIAHE JINSHENG INDUSTRY CO.,LTD

MFF3 Lead

Page: 1 of 3

3-101,22# BUILDING,NO.1057,JINSHUI ROAD, LICANG DISTRICT,QINGDAO, P.R.CHINA

The following sample(s) was/were submitted and identified by the client as:

Sample Description : TWO LEGGED MIDDLE FRAME

SGS Ref. No. : TAOHG 1801099801

Style/ ltem No. :RED/ GREEN

P.O./ Ref No. : 17790MFF3/JJ0170307

Supplier : QINGDAO JIAHE JINSHENG INDUSTRY CO.,LTD
Country of Origin : CHINA

Country of Destination :USA

Sample Receiving Date : MAR.19,2018

Testing Period : MAR.19,2018 TO MAR.26,2018

Test Requested Result

CPSIA section 101(f) - Lead in paint/similar surface coating material Pass (See Remark)
CPSIA section 108 - Phthalates Pass (See Remark)

Remark: It is requested by applicant, only the selected material(s) in the submitted sample were tested, the

detail of tested material(s) is listed in specimen description in the result page(s).

SGS-CSTC Standards Technical Services (Qingdao) Co., Ltd.
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Test Report
Test Results :

Test Part Description :

No.: QDHL1803006285C0O Date: MAR.26,2018  Page: 2 of 3

Specimen No. SGS Sample ID Description
SNi1 TAO18-010998.001 Red coating on metal + Green coating on metal

Remarks :

(1) 1 mgkg = 0.0001%

(2) MDL = Method Detection Limit
(3) ND = Not Detected ( < MDL )
(4) ™" = Not Reguiated

CPSIA section 101(f) -

Lead in paint/similar surface coating material

Test Method : CPSC Test Method: CPSC-CH-E1003-09.1 *Standard Operation Procedure for Determining
Lead (Pb) in Paint and Other Similar Surface Coatings’.

Test ltem(s)
Lead (Pb)
Comment

Notes :

Limit Unit MDL 001
0.009 % 0.002 ND
PASS

(1) With reference to Test Method CPSC-CH-E1003-09.1 dated February 25, 2011, the result is
calculated using the minimum sample weight.

CPSIA section 108 - Phthalates
Test Method :  With reference to CPSC-CH-C1001-09.3, analysis was performed by GC-MS

Test Item(s) CAS NO. Limit Unit MDL 001
Dibutyl Phthalate (DBP) 84-74-2 0.1 % 0.005 ND
Benzylbutyl Phthalate (BBP) 85-68-7 0.1 % 0.005 ND
Bis-(2-ethylhexyl) Phthalate (DEHP) 117-81-7 0.1 % 0.005 ND
Diisononyl Phthalate (DINP) 28553-12-0/ 0.1 % 0.005 ND
68515-48-0
Di-n-octy! Phthalate (DNOP) 117-84-0 0.1 %  0.005 ND
Diisodecyl Phthalate (DIDP) 26761-40-0/ 0.1 % 0.005 ND
68515-49-1
Comment PASS
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Test Report

Sample Photo:
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SGS authenticate the photo on original report only

***End of Report***
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