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DE LAI PLASTIC CO., LTD.
NO. 2, LN. 96, XINGXONG RD., XIANXI TOWNSHIP, CHANGHUA COUNTY 507, TAIWAN

The following mer chandise was submitted & identified by the applicant as:

Type of Product: ZN SNAPHOOK FOR A110
Style/ltem No: ZN SNAPHOOK FORA110
Country of Origin: TAIWAN

Sample Recelving Date: 2020/07/07

Testing Period: 2020/07/08 — 07/15

We havetested the submitted sample(s) asrequested and the following results wer e obtained:
Test Requested:
As specified by client, selected parts of the submitted sample(s) for compliance with Public Law 110-314
(Consumer Product Safety Improvement Act of 2008, CPSIA):
1) Lead in accessible substrate materials

M ethods and Results: Please refer to next page(s).

Result Summary:

[tem Test Parameter Conclusion
1 | CPSIA section 101(a)(2) - Lead in accessible substrate materials PASS

Signed for and o
SGS Taiwan Ltd
‘L\___,_,.-—"""__ -

Tammy Wang
Supervisor
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Test Results:

Public Law 110-314 (Consumer Product Safety | mprovement Act of 2008, CPSIA):

1) Lead in accessible substrate materials

Method (metal materials): CPSC-CH-E1001-08.3(2012). Analysis was performed by |CP-OES.

Test item MDL Unit 1 Permissible Limit
Lead (Pb) 2 mg/kg 50.1 100
Conclusion - - Pass

Sample Description:
1. Composite of silver colored metal of sample. (hook, d ring, stick of clasp)

Note:

mg/kg = ppm; 0.1 wt% = 1000 ppm

N.D. = Not Detected

MDL = Method Detection Limit

As per client’s request, to test specified material only.

Composite test has been performed as per the specia request of client.

Composite test has been performed and the result is calculated using the minimum sample weight.
The content of thisreport isinvalid if it is not presented as the entire report.

The statement of conformity is based on the test results, but does not include the measurement
uncertainty.

9. Thetest was conducted at SGS Taiwan Ltd. Chemical Laboratory-Taipei.
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Sample picture (As received)
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** End of Report  **
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